ReaderTT.config = {"pagecount":8,"title":"Steel \u2013 Cord Conveyor Belt NDT","author":"V Sukhorukov  ","subject":"8th International Conference of the Slovenian Society for NDT, Sept 2005 in Portoroz, Slovenia","keywords":"Electromagnetic Testing (ET), rope, Steel rope inspection, Conveyor belt inspection, Steel-cord rubber belt","creator":"Acrobat PDFMaker 6.0 for Word","producer":"Acrobat Distiller 6.0.1 (Windows)","creationdate":"D:20050812162729+02'00'","moddate":"D:20050815115615+02'00'","trapped":"","fileName":"document.pdf","bounds":[[909,1286],[909,1286],[909,1286],[909,1286],[909,1286],[909,1286],[909,1286],[909,1286]],"bookmarks":[],"thumbnailType":"jpg","pageType":"html","pageLabels":[]};
